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DBX Fiber: Engineered for Performance
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MTF ensures that DBX is processed with a focus on 
preserving its biological integrity, avoiding the negative 
impacts of terminal sterilization with gamma or e-beam 
irradiation. Research demonstrates that terminal sterilization, 
while common in the industry, can significantly impair the 
structural and functional properties of DBMs.7

Aseptic Processing:
The Key to Allograft Tissue Performance

Matrix Stability: Terminal sterilization distorts the surface morphology of the collagen matrix, as observed 
under SEM imaging. These structural changes can compromise the matrix’s ability to support cell attachment 
and retain osteoinductive factors critical for bone healing.7

Figure 1. Scanning electron microscopy images at 60,000X magnification comparing three donor matched samples: non-irradiated demineralized bone 
matrix (DBM) (control), e-beam irradiated DBM, and gamma-irradiated DBM.
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Partnering with MTF Biologics and Kolosis is an ideal 
choice for surgeons, health systems, and the sales 
professionals who support them. Together, we deliver 
best-in-class technologies rooted in MTF’s 35+ years 
of excellence in bone graft science and pioneering 
advancements. Complementing this legacy, Kolosis 
brings a pure-play focus on biologics, driving innovation 
and delivering execution that supports the requirements 
of modern surgical care.

Kolosis and MTF Biologics:
A Proven Partnership in Bone Grafting
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